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CERTIFICATECERTIFICATECERTIFICATECERTIFICATEOFOFOFOFANALYSISANALYSISANALYSISANALYSIS FORFORFORFOR CPECPECPECPE 135A135A135A135A
No.:No.:No.:No.: 20120120120110925109251092510925 ReportReportReportReport Date:Date:Date:Date: 20120120120110926109261092610926 BATCHBATCHBATCHBATCH NO.:NO.:NO.:NO.: （201201201201109252109252109252109252） VOLUME:VOLUME:VOLUME:VOLUME:16MT16MT16MT16MT

Item CPE 135A

Content of chlorine % 35.1

Crystallization residual% 4.2

Volatilization % 0.29

Foreign particle/(25*60m2) 10

Thermal decomposition temperature ℃ 160

Apparent densityg/ml 0.53

Shore hardness (A) 57

Tensile strength Mpa 8

Quantity T 20

Conclusion QUALIFIED

Notes


