TECHNICAL SPECIFICATION

Properties TKN-3C TKN-2C/2CX TKN-1CX TKN-1C TKN-5 TKN-600 TKN-700 TKN-2 TKN-60S

PARTICLE SIZE DISTRIBUTION

o Average Particle Size [d50] pm 3.5+0.3 25+0.2 2.0+0.2 1.8+0.1 4.0+1 4.0+1 3.5+0.5 3+0.5 1.8+ 0.1

o Top Cut [d98] um <20 <12 <10 <10 <26 <26 <20 <15 <10

* Particles < 2 microns 26 35 50 55 26 26 28 35 55

« Specific Surface area [cm2 / gm] <9000 < 15000 < 20000 < 20000 < 8500 < 8500 <9000 < 15000 < 20000

« Residue on 45 pm Sleve [%] 0.01 Nil Nil Nil 0.01 0.01 0.01 Nil Nil
OPTICAL PROPERTIES

* Whiteness [ASTM E313] 89 90 90 90 90 92 92 93 93

* Yellowness [ASTM 313] 1.3 1.2 1.2 1.2 1.2 1.1 1.1 1.1 1.0

« Brightness [ISO 247] 94 95 95 95 93 94 94 95 96
CHEMICAL PROPERTIES

¢ Calcium Carbonate [CaCO3] > 98% > 98% > 98% > 98% > 98% > 98% > 98% > 98% > 98%

¢ Magnesium Carbonate [MgCO3] <0.5% <0.5% <0.5% <0.5% <0.5% <0.5% <0.5% <0.5% <0.5%

* Ferric Oxide [Fe203] < 0.05% < 0.05% < 0.05% <0.05% < 0.05% < 0.05% < 0.05% < 0.05% < 0.05%

* Acid Insoluble <0.3% <0.3% <0.3% <0.3% <0.3% <0.3% <0.3% <0.3% <0.3%

« Loss on Ignition 43+ 1% 43+ 1% 43+ 1% 43+ 1% 43+ 1% 43+ 1% 43+ 1% 43+ 1% 43+ 1%
OTHER PROPERTIES

» Bulk Density, loose [gm / 100ml] 1.15 1.02 0.95 0.90 0.85 0.85 0.80 0.78 0.65

« Bulk Density, packed [gm / 100ml] 1.20 1.05 1.00 0.98 0.85 0.85 0.85 0.82 0.68

* Moisture [%], max 0.1 0.1 0.1 0.1 0.2 0.2 0.2 0.3 0.3

« Specific Gravity 2.7 2.7 2.7 2.7 2.7 2.7 2.7 2.7 2.7

¢ pHin 10% Aquaeous Suspension 9.2 9.2 9.2 9.2 9.2 9.2 9.2 9.2 9.2
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