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Certificate of Analysis

Customer : pOLY PIPES INDIA (P) LTD

Product Name : PVC RESIN GRADE H-58

Test Items . Test Method Test Standard | Test Result i
| 5
1. Volatile Matter Content (%) ISO 1269 <0.3 0.12 }
2. Apparent Density (g/cm?) IS0 60 0.52~0.59 0.53 ;
3. Foreign Material (grains/100g) Visual Inspection <40 11 |
4, Particle Size Distribution (pass %) Honeywell ‘
Micron Mesh No. Microtrac >99.0 99.9
350 45 SRA 150
5.VCM Residual (ppm) ISO 6401 <1.0 0.3
6.K-Value ISO 1628-2 57~59 58
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Head Office: 12F No.37 Ji Hu Rd., Taipei, Taiwan 114, ROC.

Tel: 886-2-8751-6888 Fax: 886-2-2659-9514

TR PHERE3SISH LY RRAMAREBSTIR
Factory: 571, Min Tsu Rd., Toufen, Miao Li, Taiwan 351, ROC.

Tel: 886-37-623391  Fax: 886-37-613326
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