gy XINJIANG SHIHEZI ZHONGFA CHEMICAL CO LTD

CERTIFICATE OF ANALYSIS

DESCRIPTION SUSPENSION PVC RESIN
TYPE S5G-5
EXECUTION GB209-2006
STANDARD
ITEM INDEX VALUE SINGLE
REQUEST INDEX JUDGMENT

K-VALUE 68-66 PASS
VISCOSITY NUMBER  ml/g 118-107 PASS
NUMBER OF IMPURITY PARTICLE Max 30 PASS
VOLATILES CONTENT (include water) % Max 0.40 PASS
APPEARANCE DENSITY  g/ml Min 0.45 PASS
RESIDUAL AFTER | 0.250mm Max 2.0 PASS
SIEVE 0.063mm Min 90 PASS
NUMBER OF GRAIN  /400cm? Max 40 PASS
II:I;;?\'IF ICIZER ABSORBENCY VALUE OF 100g P:C Min 17 PASS
THERMO STABILITY (WHITENESS DEGREE 160°C Mic 75 /
10min) %

Max 10 PASS

RESIDUAL VINYL CHLORIDE MONOMER CONTENT
mg/kg '

THE RESULT OF INSPECTION PROVES THAT THE QUALITY OF PRODUCTION IS IN

CONFORMITY WITH THE FIRST CLASS REQUEST OF ABOVE STAND
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